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‘Test Report

Sample name: 'Porcelain glazed tiles
Type/Model: 2600mm>800mm>9mm
Client: 'NEWPEARL Group Co., Ltd.
FOSHAN SANSHUI GUANZHU CERAMICS
CO, LTD.
Test type: = Type Test

Manufacturer:

Date of issue: " 2026-03-17
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No. (26-XJ0198E

Foshan Supervision Testing Center of Quality and Metrology

National Center of Inspection and Testing for Ceramic Sanitary and Plumbing Fixture

Test Report
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Samol Production Date, - | = | AR
aml\ﬁoe dr:lme, Porcelain glazed tiles Production Batch
Sua 2600mm>800mm>9mm Sample (sampling) |
Specification, )
Guanzhu /Premium Grade Number
Trademark, Grade
Sample ListNumber |~ -
Task Source + | -~ Test Category Type Test
Sanple Chen Rt
Sample Supplier - | NEWPEARL Group Co., Ltd. Sample Cardinal
P 1100 CTNS
Number
Sample Supplier | Nanzhuang town, Chancheng district, .
Address Foshan city Sample Qiantity DiliGE
FOSHAN SANSHUI GUANZHU s
Manufacturer CERAMICS CO.LTD. Sampling Date 2026-01-06
Dalang Dengkengcun, Village committee, .
MaAng;arlggl;rer Zhou Village, Baini Town, Sanshui District, Samplgzicelved 2026-01-06
Foshan City, Guangdong,China
Sampling Execution | Foshan Supervision Testing Centre of Spare Sample 6PCS
Department Quality and Metrology Quantity
Sampling Site Warehouse Test Quantity 6 PCS
Sample Character 20260107 ~ ~
nd State Normal (Glazed) Test Date 20260317
Inspection ISO 13006:2018Ceramic tiles—Definitions, classification, ' characteristics and marking
Standards (Annex G Dry-pressed ceramic tiles with low water absorption Ev < 0.5 %Group Bla)
Judgement ISO 13006;2018Ceramic tiles—Definitions,  classification, characteristics and marking
Basis (Annex G Dry-pressed ceramic tiles with low water absorption Ev < 0.5 %Group Bla)
Except the test items No.12~No.20 are not verdict, the test results comply with the
requirement of the standard 1SO 13006:2018 A the test is =R
- Conclusion ‘ f
&‘} e 2 RN
Note RA%J 2 =) ‘{& BIEh ?ﬁjj
4 046 M \ 043300 !
Approved by : M Checked by : 4&&‘4 “‘""’Tésted by : ‘Z +’-

LabAdd: ‘No.2, Keji West Road, Shishan, Nanhai District, Foshan, Guangdong, China
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No. Test Items Unit Technical 'Requirements Test Results | Verdict
% The deviation, of the | #0.3 -0.01~0
Length average size for each tile
mm from the work size +.0 -0.3~0
. : % The deviation, of the | #0.3 | -0.03~-0.01
1 pige o fSiTrshee Width average size for each tile Pass
(rectified) \ .
mm from the work size #.0 02~-0.1 =N
The deviation, of the i
% i 45 -1.1~0 A
0 Thickness | 2Verage thickness of %
each tile from the work E;ég»
mm size thickness 0.5 0.1~0 |
5 Straightness of sides % | 40.3 -0.03~+0.04 Pale ;_-z‘i} J
(rectified) mm | 3.8 -0.25~+0.36
3 Rectangularity % | 2.3 :0.03~+0.04 Pass
(rectified) mm | .5 -0.21~+0.31 )
A minimum of 95% of the tiles shall be free
4 | Surfacequality =~ | - from visible defects that would impair the | | Conformed Pass
appearance of a major area of tiles.
. Average maximum 0.5 0.04
0,
Sy VaEbabsgiption % Individual maximum 0.6 003~005 | oS
: When the thickness=7.5mm, the mean value
6 | Breaking strength N shall not be less than 1300 2581 Pass
Average minimum 35 50
7 et ariptice MPa | |ndividual minimum 32 4751 Fpes
8 ' | Crazing resistance = | - NG Grazing or PeRling X e g e GRUIECE Conformed Pass
after the crazing test.
9,3 Frostresistance v~ * lim— No crack or peeling after the frost test Conformed Pass
10 | Resistance tostaining | - Mininum class 3 Class' 5 Pass
Resistance to household
11 | chemicals & swimming = | —--- Minimum B Class A Pass

pool salts
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No. Test  ltems Unit Technical Requirements Test Results Verdict
12 ;eoss(tance I thetfrial = s Zok Report the test result after test Nocrack =~ | -
Resistance to low
13 | concentrations of acids | | = ----- Manl_Jfactl_Jrer 0 ol ClassLA | -
A alkalis classification
Resistance to high
14 ,"| concentrations of acids® |  --—--- Manl_Jf_actl_Jrer j0slalg ClassHA = | @ =—--
Andaiicalis classification
155 Y Sirtaceabiision ™« ¥ ks Sad Report abrasion class and cycles | 6000 Clagsd’ S
passed cycles
Coefficient of linear g Report the coefficient of linear 3
1| thermal expansion i thermal expansion 59x10
17 | Moisture expansion % Report the test result after test 20.08 " ¢ $9 v
18| Impact resistance | vt Repo_rt_the average resiliency OBt o [
coefficient
mg/dm? <0.02
19 | | Lead release Report the refease. )5 = ) (5= et
mg/L <05
mg/dm? <<0.002
20" | Cadmium release Report the release. " @ )
mg/L <0.05

(The ,"end)
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Declaration

. Report without signature of inspector, verifier and approver or “official testing
stamp’ is invalid.

. Report is invalid in case it is scribbled or altered, incomplete pages, without
across-page stamp. Report can not be partial copied without written approval of the
institute.

. Commission test report applies only for the samples received. Test results can not
be improperly propagated without written approval.

. In case of any disagreement, applicant shall make a request in written form within
15 days on receiving the report; otherwise test result is taken as no objection.

.. The cover and declaration page are integral parts of the test report.

. Data and result of test report without CMA mark are only used for scientific
research, teaching or internal quality control.

. Authenticity of the test report issued by the institution can be verified by scanning
the QR 'code 'on the homepage of the report, or log on official website
www.fszjzx.com. For customer service, please contact 0757-88713193.

Shishan headquarters
Add: No.2; Keji West Road, Shishan, Nanhai District, Foshan, Guangdong
Tel:0757-88735333/88735222

[=] 5505 [5]
Service E-mail: fszjywbh@163.com o §
FQM Web: www.fszjzx.com Eieatthery ESE

WeChat Official Account Customer Satisfaction
Survey
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